
Protokoll 

Equivalent so und absorption area according to ISO 354 

rvleasurement of sound absorption in a reverberation room 

Client: XAL GmbH, Au er- Welsbach- Gasse 36, AT- 8055 Graz Date oftest: 29.06.2022 

Description: Product name: SONICABSORBER DISK suspended 

Test in accordance with EN ISO 354 with reduced numberof measuring points and averages. 
Structure of the test specimen according to EN ISO 354, point 6.2.2. 

The structure consists of a total of 3 • SONIC ABSORBER DISK su spended (diameter of each: 1,280 mm, d = 50 
mm) randomly distributed at a distanc e of at least d = 200 cm from eac h other. The element is made ofPET fett. On 
the back 3 small stainless- steel holders forthreaded rods. 
Distance from the f loor is created by means of a wooden post construction (3 • adjustable feet made ofsquare d 
timber: 50 mm • 80 mm, w· H). 

- Distance fromthe floorto the loweredge ofthe test specimen: 1,000 mm. 
- Test spec imen area (front and back): 3 *1.287 ml= 3 .86 m1: 
- Construction height: d - 1,050 mm 
- Weight perelement: -9.44 kg 

Due to c ustomer request, the graphical representation of the result differs with regard to the y- axis distance 
acc ording to EN ISO 354, point 8 .3. 

Empty reverberation room: Reverberation roomwith object 

Relative humidity: 68,8% Relative humidity: 70 ,0% 

Temperature: 23,3 'C Temperature: 24,0 'C 

Barometrie pressure: 97,4 kPa Barometrie pressure : 97,1 kPa 

Surface area: 1,29 m1: 

Room volume: 244,3 m~ 

Totalroomarea S1: 240,1 m2 

Frequency Ar 5,0 
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Name of test institute: Labor fürBauphysik 

~ No. of te st report : 8 22- 005-A 17007- 354a_kaso_Aobj 

Date: 29.06.2022 Signature: DIJ.Kasim 

File: 822-005-A 17007 -354Paen_ka_Aobj.docx 

B22.A 17.007.354Paen_Aobj 

Stand: 20.07.2022 

Figure 1: exemplary representation of the test specimen 

(does not correspond to the actual installation situation) 


